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Precision Short-Cut Fibers * 
(0.25-25 mm Cut Lengths) 
 
     Carbon (Pitch / PAN) 

     Metal Coated Fibers (Ni ,Cu) 
     Quartz / Glass / Ceramic 
     Boron  
     Organics  
* Complete List Under Short-Cut Fiber 

 

 
 
 

Fibrillated Fibers And 
Engineering Pulps 
       Vectran LCP 
       Zylon PBO 
       CFF PAN 
       Lyocell alpha-cellulose 
 
Visit us at our web site:   EFTFibers.com 

 
 
 
 
 
 
 
                      
 

Contract /Toll Cutting and Processing 
 
     Several Gram Development             
      Samples to Several Kg                    
      Production Orders 
 
       Fibers Cut Wet or Dry / With or      
      Without  Surface Finish / Binders 
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length-weighted distribution

Pitch Carbon Fiber Length Distribution

Arithmetic Average: 0.50 mm
Length-weighted avg: 0.50  mm
Weight-weighted avg: 0.50  mm


